[image: ]	TRAVELER	[image: ]
	Traveler Title
	SNS PPU Feed Through Flange Weldment Leak Testing Traveler
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	Traveler defines the leak testing process for the SNS PPU Feed Through Flange Weldment.
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	Step No.
	Instructions
	Data Input

	General handling guidelines: The feed through flange weldment contains delicate feed throughs that shall be covered with protective caps whenever practical. The sealing surface of the flange shall be protected from scratches and gouges. The weldments should be handled according to standard cleaning and handling practices.

	1
	Leak Check:

	
	Leak check the weldment per JLAB spec 11141-S-0033. Only weldments with serial numbers ending in 001, 008, 015, 022, 029 and 035 require leak testing. Use the leak testing chamber provided by the weldment manufacturer.
	[[LeakcheckOk]] <<YESNO>>
[[LeakcheckComment]] <<COMMENT>>

	2
	Storage:

	
	Replace all feedthrough caps and place the weldments back into their storage containment.
	[[StorageTech]] <<SRF>>
[[StorageDate]] <<TIMESTAMP>>
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