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C75-CAV-BCP-COMP-R2 -~ BCP weld-prep region of C75 Nb cavity components
s C75-CAV-BCP-DBEL-R1. -~ BCP of C75 dumb-bells
C75-CAV-BRAZ-HOML-RI -~ C75 HOM Load Brazed Assembly
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[Step No. [Instructions [Data Input
) [Select from drop down box the C75 cavity serial number [cavsn [-o- <
N [Select from drop down box the FPC end group serial number on cavity (from C20-CAV-INSP-FPCEG) [FPCEGSN [0~ B
201 B
R [Select from drop down box the Hom end group serial number on cavity (from C20-CAV-INSP-HOMEG) [HOMEGSN 505 [
— - 203
4 [Visual inspection.visually inspect the cavity and record any damage in comment box. isualInsg
lare flanges acceptable? No damage or scratches should be in seal path. isualInsg 2 Now
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[Must subm
N ISpecify INSpection process. f.e. Initial inspection, post tuning, lapping, rework.¢ Please provide _[Processst £6-CBW
[details regarding inpection type.4 i.e. explanation if traveler captures rework from disassembly for leak or  [Visualnsg EG-Cebafi1
ailed test.
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